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1 

The spherical distributions of dose rates arid energy depositions due 

to neutrons and gamma rays in several kinds of shields surrounding the 

TSR-I1 reactor are presented. The distributions were calculated using 

ANISN. 

These results are used to determine an adequate configuration for the 

proposed new shielding around the 'TSH-I1 when an % 3-ft-diameter collimator 

is employed. 

I. INTRODUCTION 

1 A series of proposed beam shields for the T'SR-I1  reactor with a new 

l a r g e  diameter beam hole ( 'L 3 ft) has been investigated to determine heat- 

ing and dose rate levels throughout the shields. 

The ultimate shield must satisfy the following criteria: 

1. Ferniissible gamma close rate after shut down, both behind the shield 

and behind the beam shutter. 

2. Permissible dose ra te  behind the shield while the reactor is operating 

to meet safety requirements at the 6oO-ft fence. 

3. Permissible temperature rise in the shield under reactor operation. 

4. Provide low background for measurements made in the beam hole behicd 

relatively thick shields. 

5. Low cost. 

T h e  calculations presented here investigate the first four criteria 

for several proposed shielding configurations. 
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11. C O N F I G U R A T I O N  OF 'TIIE TSR-I1  CORE AND OF THE 
SEVERAL PROPOSED SHIELDS 

'The conf igu ra t ion  from t h e  p r e s s u r e  v e s s e l  iriward t o  t h e  c e n t e r  of t h e  

co re  remains u n a l t e r e d  from t h e  e x i s t i n g  c o n f i g u r a t i o n .  It i s  shown i n  

'Table 1 and Fie;. 1 and t h e  composition of t h e  materia1.s i s  shown i n  Table 2 .  

'I!hz conf igu ra t ions  f o r  t h e  va r ious  proposed s h i e l d s  o u t s i d e  t h e  r e a c t o r  

p r e s s u r e  v e s s e l  a r e  shown i n  'Table 3.  

Cases 1 and 2 both  consis t .  o f  stairiless s tee l -water  m u l t i l a y e r s  and 

Thc only  d i f f e r e n c e  between them i s  t h e  volixne r a t i o  of s t a i n l e s s  conc re t e .  

s t e e l  and water i n  tile multi l .ayers.  

Case 3 i s  the conf igu ra t ion  a t  p re sen t  used around t h e  TSR-XI.  

Case I+ i s  a t e s t  c o n f i g u r a t i o n  pl.aced i n  f r o n t  of t h e  beam h o l e  behind 

which measurenients can reasonably  be expected t o  be made. The dose r a t e  

behind t h i s  test s h i e l d  should dominate t h o s e  f o r  cases  1-3. 

Case 5 is a beam h o l e  s h u t t e r  s h i e l d ,  t o  be used a f t e r  shu t  down. 

Case 6 i.s t h e  new proposed beam h o l e  s h u t t e r ,  t o  be used a f t e r  shu t  

down. 

111. RESULTS OF THE CALCULATIONS 

Ca lcu la t ions  wi th  ANTSN2 were perfor.med i n  s p h e r i c a l  geometry using a 

21 neutron - 1 8  gamma-ray group s e t  expanded through 1'3. 

I'ne f i s s i o n  neutron d i s t r i b u t i o n  obta ined  from a c o r e  c a l c u l a t i o n  i s  

shown i n  F ig .  2 ,  which i s  normalized t o  one f i s s i o n  neutron i n t e g r a t e d  over 

t h e  c o r e .  I n  order  t o  o b t a i n  t h e  r e s u l t s  a t  1 MWt o p e r a t i o n ,  a normalizing 

factor of 8.06 x n / sec / co re  has t o  be used.  D e t a i l s  of c a l c u l a t i n g  

'chis norrriaLizing f a c t o r  ar'e shown i n  Appendix A ,  



Table 1. Configurations Inside t h e  Pressure  Vessel of  the 
TSR-I1 f o r  a Sphe r i ca l  Model Calcu la t ion  

1 

2 

3 

4 

5 

6 

7 

8 

9 

10 

Il 

12 

13 I 3/4 
I 

Zompositions (Volume Eiatio) 

Aluminuq ( 0 . 7 5 ) ,  Water (O.23), S t a i n l e s s  S t e e l  ( 0 . 0 2 )  

Aluminum (0.1701, Water ( 0 . 8 3 0 )  

Aluminum (0.13i), Water (0.394), S t a i n l e s s  Steel (0.0475), 3 4 C  

Aluminum (0.354), Water ( 0 . 6 b 6 )  

Aluminum (0.165), Water (0.835) 

35U (1.3038~10-~ ) 
Aluminum (0.361) , Water 0.635) 2 3 t3u ( 9 .  72x10-6 

Aluminum ( 0.33) , Water ( 0.67) 

gater (1.00) 

Aluminum (1.00) 

ga te r  (1.00) 

Aluminum (1 .00)  

Aluminum (1.00) 

Remarks 

Control  Plate 

Fuei  P l a t e  

Fuel 

?ressure Vessel 

w 
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Table 2.  Composition of Materials Used i n  t h e  Cakulations 

Material 
(Dens i ty )  Composition (Weight Percent) 

Aluminum Alloy 
(2.767 g/cm3 

A 1  (98% 
Mg, Fe, Si (2%) 

Stainless S t e e l  304 Ff3 (69 .871%) 
(7.88 g/cm3) Cr (18.46%) 

Ni (9 -725% 1 
Mn (1.394%) 
Si, C,  0 (9.55%) 

Light Water 
(1.00 g/cm3) 

H 
0 

(11.2%) 
(88.8%) 

Concrete H (0.4% 
(2.31 g/cm3) C (10.4%) 

0 ( 48.9% 1 
Si (2.3%) 
Ca ( 3 8 . 0 % )  



6 

'Table 3.  Proposed Sh ie ld ing  Conf igura t ions  Outside t h e  
P res su re  Vesse l  of t h e  TSR-I1 

-_11_ -.- 

Thickness 
Case No. Zone No. ( i n . )  -- Compositions (Volume R a t i o )  

1 

14 
1 5  
16 
17 

3 lJi 

1.5 

4"- 14 
1 5  

1 
8 
1 
66 

1 
8 
1 
66 

17 1/8 
31 1/4 

12 
120 

10 

112 

112 
11 

S t a i n l e s s  S t e e l  (1.0) 
Stainless s t e e l  (0.651, Water ( 0 . 3 5 )  
S t a i n l e s s  S t e e l  (1.0) 
Concrete 

S ta in l -ess  S t e e l  ( 1.0) 
S t a i n l e s s  S t e e l  (0.35), Water (0.65) 
S t a i n l e s s  S t e e l  (1.0) 
Concrete 

S t e e l  
Sodium 

Lead 

S t a i n l e s s  S t e e l  
Lead 
S t a i n l e s s  S t e e l  

*Configurat ion t o  be cons idered  as minimum t e s t  of  a foreground measure- 
men-t . 

**Configuration of s h u t t e r  f o r  t h e  beam h o l e .  
***Proposed conf igy ra t ion  of s h u t t e r  f o r  t h e  new beam h o l e .  
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3.1.  Hea-t Generat ion i n  t h e  Sh ie lds  
1~ 

Fox- t h e  f i rs t  t h r e e  c a s e s ,  energy d e p o s i t i o n  in t h e  s h i e l d  m a t e r i a l s  

due t o  neut rons  and gamma r a y s  wi th  t h e  r e a c t o r  ope ra t ing  were c a l c u l a t e d  by 

us ing  a 39 group K E R W  f a c t o r . 3  

sieel , and l ead  a r e  shown i n  Tables  1+ and 5 .  'The c a l c u l a t e d  r e s u l t s  a r e  

shown i n  Tables  6 and 7 f o r  case  1 and i n  F igs .  3, 4, and 5 .  Since  t h e  

energy d e p o s i t i o n  due t o  gamma r a y s  i s  dominant i n  each c a s e ,  the c o n t r i -  

bu t ion  o f  t he  neut rons  can be neglec ted  i n  c a l c u l a t i n g  t h e  hea%ing r a t e s  

i n  thE s h i e l d s .  

The 39 group KEIiMA f a c t o r s  for c o n c r e t e ,  

3 .2 .  Dose Hate Under Operat ion 

The dose r a t e  d i s t r i b u t i o n  i n  conc re t e  for Case I i s  shown i n  F i g .  6. 

The dose r a t e  a t  t h e  o u t w  s u r f a c e  of each s h i e l d  f o r  cases  1-1+ i s  shown 

i n  Table 9 .  

3 . 3 ,  Shut Down Dose Race -.- 

To o b t a i n  t h e  s h u t  down f i s s i o n  product gamma-ray dose ra te ,  i n t e n s i t i e s  

of t h e  gamma r ays  a f t e r  shu t  down were c a l c u l a t e d  us ing  O R I G E N  code7 f o r  

t h e  cond i t ions  fo l lowing  an ope ra t ion  of fou r  cyc le s  of 8 h r  up and 1 6  h r  

down and then 8 h r  u p ,  t h e  power du r ing  t h e  up cyc le  be ing  1 M W t .  I n t e n s i t i e s  

of t hese  source gamma rays  are shown i n  Table  8. 

The dose r a t e  d i s t r i b u t i o n  f o r  each case i s  c a l c u l a t e d  by assuming a 

f l a t  soiirce. d i s t r i b u t i o n  i n  t h e  co re  wi th  t h e  spectrum as shown i.n t h e  

t a b l e .  

The r e s u l t s  are shown i n  Table 9 .  
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Table 4. Neutron KERMA Fac tors  f o r  21 Group Se t  
(erg/cm/n) 

_ _  

Energy Upper Energy 
Group (ev) concre te  s teel5 Lead5 

1 

2 

3 

h 

5 

6 

7 
a 
9 
10 

11 

12 

13 

1 !I- 

15 

16 

17 
18 

19 
2 0 

1.).1918(7)~ 

1 .OOOO( 7 )  

6.7032 ( 6 )  

3.0119 ( 6 
2.0130( 6) 

4.4933( 6) 

1.3534( 6) 
9.0718(5) 

5.5023( 5 )  

3.3323 ( 5 ) 

2.0242( 5) 

1.2277( 5) 
4.0867 ( 4 )  

1.1709 ( 4 )  

3.3546( 3 )  

1.6702( 2) 

3.7266( 1) 

8.3153( 0) 

1.8554( 0 )  

7.4852( 2) 

21 4.1339 (-1) 2.25( -12) 

3.40 (-7) 

1 .34(  -7) 
5.84( -8) 

3.54( -8) 

2.51( -8) 
L71( -8)  

1.09 ( -8) 

7 30 ( -9 1 
6 0 93 ( -9 ) 
3 26( -9) 

2.81( -9 ) 

1.50(-9) 
1 . 7 1 (  -9 ) 
2.74 ( -10 ) 

7.43( -11) 

2.10( -11) 

8.36( -12) 
8.88( -12) 

1.61( -11) 

1.17 (-11) 
3 50 ( -11) 

1.24( -8) 

9 . W  -9 
8.133 -9) 
7.58( -9) 

5.84( -9) 

3.53 (-9) 

2 36( -9) 
1.79 ( - 9 )  

1.19(  -9) 

1- .07(  -9) 

7.27 (-10) 
4 .20(  -10) 

1.48( -LO) 

6.9% ( -11) 
4.50 ( -11 ) 
4.13( -11) 
4.41( -11) 
& . g o (  -11) 

8.22( -11) 

1 . 7 5 (  -10) 

5.814 ( -10 ) 

Read as : 1.4919 x l o 7 .  a 
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'1'abli.e 5. Ga~~mia-Ray KERivIA F a c t o r s  for :L8 Group S e t 6  
(MeV/cm/y ) 

Energy Upper Energy 
Group ( e v )  Concrete Steel Lead 

1 I. 00( 7) a 3.68( -1) 1.60( 0 ) 4.00 (0) 
2 8.00( 6) 3 .lo( -1) 1.29 (0) 3.07(0) 
3 ' r  . 00( 6) 2.74 ( -1) 1 *lo( 0) 2 . 5 1 ( 0 )  

4 6.00 (6) 2.37( -1) 9.11 (-1) 1.99(0) 

5 5. 00( 6) 2.01( -1) 7.34( -1) 1.51(0) 

6 4.00( 6) 1.74( -1.) 6.10 ( -1) 1.19(0) 

7 3.50( 6 )  1.56( -1) 5 .31( -1 ) 9.90( -1) 
8 3.00(6) 1.38( -1 ) 4.55( -1) 8.11( -1) 

9 2.506) 1.1 (4) 3 .  (-1.) 6.64( -1) 
10 2. 00( 6) 1.01( -1) 3 .20 ( -7. ) 5-56 (-1) 
11 1.60(6) 8.33( -2) 2.62( -I) 4.83 ( -1) 
12 1.20(6) 6.62( - 2 )  2. (-1) 4. (-1) 

I. 3 9.00(5) 4.90( - 2) 1.58( -1.) 4 . T O (  -1) 

1 4 6 . W  5) 3.40 (-2) 1 e 13( -1) 5.90 ( -1 ) 

15 4.00(5) 1.83( -2) .I .4 3 ( -2 ) 1.13(0) 
2.10(5) 1.16( -2) 9.19 (-2) 2.88( 0) 1- v 

1'7 l.20( 5) 1.49(-2) 2.21( -1) 3.84( 0) 

/ 

18 7.00( 4) 3 J3( -2) 4.96(0) 1.11(1) 
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Table 6.  Energy Depos i t ion  i n  Concrete  (Case 1) 
- - - - -- - 

Energy  Deposition i n  Concrete ( ~ / c m 3 / ~ ~ t )  
Radius of Mesh Point"  

(em) Due to Gamma Hays Due to Neutrons 

76 52 2.04( -4)" 2.34( -5) 
81.60 1 . 4 0 ( - 4 )  1.?4( -5) 
86.68 1.00( -4) 6.80( -6 j 

101 3 2  3.93( -5) 1.23 ( -6) 

91.76 7.35 ( -5 )  3.76( -6 ) 

lo'[. 00 2.84( -5) 7.23(-7) 

9G. 84 5 A ( - 5 )  2.14( -6) 

112.08 2.03 ( -5)  4.30 ( -7 ) 
11'7.16 L . 4 4 (  - 5 )  2 .60 (  -7) 
122.24 1.. 01( -5) 1.58( -7)  
127.32 7.05  ( -6 9.67(-8) 
132.40 4.86( -6) 6.03(-8) 
137.48 3 .5U -6) 3.15( -8) 
142.56 2.30( -6) 2.34( -8) 
14'1.64 1.58( -6) 1.47 ( -8) 
172 .?I2 l.08( -6) 9 27 ( -9) 
157.80 '7 - 39 (-7) 2?.58( -9) 
16?. 88 5.06(-7)  3 . 7 2 (  -9 1 
167.96 3.46( -7) 2.36(-9) 
173.04 2 38( -7) 1 - 51( -9) 
178.12 1.62(--7) 9.53( -10) 
183.20 1.11( -7) 6.15 (-10) 
188.28 7 .6-r ( -a 3.91(-10) 
193.36 5.28(-8j 2.51( -10) 
198.44 3 - 87 (-8) 1.61(-10) 

208. Go 1.75( -8 ) 6.69(-11) 

2;23.84 5.89( -9) L.17( -11) 
228.9% 4.09(--9) 1 .L2( -11) 

239.08 1.98( -9 3.67( -12) 

203.52 2.53 ( -8) 1.04 -10) 

213 * 68 1.22 ( -8) 4.30( -11) 
218.76 8 * 47 ( - 9 )  2.77 ( -11 ) 

334 * 00 2.82( -9) 6.96( -12) 

*Inner  and Outer Radii  o f  Concrete Shie ld  are 73.98 ern and 241.62 em, 
respectively. 

Read: 2.04 x LO-'+. a 
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Table  7 .  Energy Deposi t ion i n  S t a i n l e s s  S t e e l  (Case 1) 

Radius of Mesh Poi.nt - Energy DeposiLion i n  S t e e l  (W/cm3/MWt) -l__l 

Due t o  Gamma Rays Due t o  Neutrons (em) -- -- 

49.00" 

49.85* 

50.69* 

5?. 04"" 

53. 89"" 

55.74- 
5'1.85"s 

59. h3%++ 

61.28** 
63.12"" 

61c.97** 
66.82** 

68.61"" 

70,51.** 

(1.86++** 

72. Ti+%* 

73.55*%% 

2.05( -1) 

1.0'7( -1) 

'7' a 5  5 ( -2 ) 
4.99( -2 )  

3.34( - 2 )  

2.31( - 2 )  

1.. 43( -1) 

1.61( -2) 

I. 13( -2) 

8.10( -3) 

5 .80(  -3) 

4.18(-3) 

3 .OO( -3) 
2 .14 ( -3 ) 

1.59 ( - 3 )  

1.29 ( -3 ) 
1.07 ( - 3 )  

6.34 ( -IC ) 

5.46( -4 ) 
I+ .63( -4) 
3.55 (-4) 
2.4s( -4) 
1.72( -4 )  

1.22( -4)  

8.62( -5) 
6.13( -5 

4.38(-5) 

3.13( -5 
2.26 (-5) 
1.64( -5) 

1 .06( -5 )  

1.25( -5) 

9.59( -6) 
8.54( -6) 

"1-in.  s t a i n l e s s  s t e e l  inner and o u t e r  r a d i i  o f  which a r e  1+8.58 em and 

**O-in. s t a i n l e s s  s t e e l  and water mixture ,  i nne r  and o u t e r  r a d i i  of which 
51 .12  ~ ~ 1 ,  r e s p e c t i v e l y .  

a r e  51.12 cm and 71.44 em, r e s p e c t i v e l y .  
s t e e l  i s  65%. 

X"*l-in. stainless steel, i nne r  and outer r a d i i  of which a r e  71 .44  c m  and 
73.98 em, r e s p e c t i v e l y .  

Volume r a t i o  of s t a i n l e s s  
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F i g .  3 .  Energy Deposition in S t e e l  (Case 1 and 2) 

... ~~ . . ......... _ _  .................. 
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ORNL-DWG 73-9837 

DISTANCE FROM CORE CENTER (cm) 

F i g .  4. Energy Depos i t ion  i n  Concrete (Case 1 and 2) 
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ORNL- DWG 73-9836 

40 50  60 70 80 90 
DISTANCE FROM CORE CENTER ( c m )  

100 

Fig. 5.  Energy Deposition in Lead (Case 3 )  
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OR N L- DWG 7 3 - 98 3 5 

m--T-TiI T I T  lo7 
OPERAlING AT 1 MWt 
GAMMA RAY DOSE RATE 

o NEUTRON DOSE RATE 

h 4  \ \ X I 0  

*, \- 
A, AFTER SHUT DOWN* 

A GAMMA RAY DOSE RATE 

d I '  1 106 *- - - I ?  \ c----\ \ L . I 1  r 

Fig. 6 .  Dose Rate D i s t r i b u t i o n  i n  Concrete (Case 1) 
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Table 8. Energy Dependent Gamma Ray Intensities from 
the Core of the TSR-I1 af te r  Shut Down* 

Energy Range 
(MeV 1 Lntensities (ylsec) 

10.0-8.0 0 

8.0-7.0 0 

‘7.0-6.0 

6.0-5.0 

5.0-4 .O 

4.0-3.5 

3.5-3 .O 

3.0-2.5 

2.5-2 .O 

2.0-1.6 

1.6-1.2 

1.2-0.9 

0 

6.17 ( L 3 ) 8  

8.06 (14) 
1.76(14) 

0.9-0.6 2.45 ( 16) 
0 . L o .  4 
0.4-0.21 

0.21-0.12 

1.63(16) 

1.26( 15) 

2.41(16) 

0.12-0.07 0 

0.07-0. o 0 

“Calculated conditions: After 8 hr o f  opera- 
tion following 4 cycles of 8 hr up and 16 hr 
down. Power = 1 .O M w t .  

a Read: 6.17 x 
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Tab1.e 9. Dose Rate at Outer Surface of Shields under 
Operation and after Shut Down 

Case No. 

Under Operation After Shutdown 
~ _ _ I I _ _ _  

Neutrons Gamma Rays Gamma Rays 
(mrem/h/MWt) (mrem/h/MWt) (mrem/h/MWt) 

4 .  20x10-1 
2 

2 

4 

5 

3 . 0 9 ~ 1 0  1 5 . 5 ~ 1 0  

2 7 . 5 9 ~ 1 0 ’ -  4 . 7 2 ~ 1 0  

3 . 6 4 ~ 1 0  3 8 . 8 3 ~ 1 0  

1 . 0 6 ~ 1 0  4 2 e 76x10 

1 

1.65~10 

2.11.xlO 
1 2 

5 

5* 

6* 

2 

1 
5.79x1.0 

8 . 4 8 ~ 1 0  

1 . 5 8 ~ 1 0  3 1.OOxlO 2 
Modi f i ed  Case&* 5.0~10 

* 
Shutters for beam h o l e .  

Same as case 1 but 5.0 feet concrete instead of 5.5 feet. 
-1. ‘.(r ,. ,. 
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IV . CQNCLUS IONS 

The r e s u l t s  shown i n  F i g s .  3-5 ( i . e . ,  cases 1-3 ) ,  when a p p l i e d  t o  a 

c a l c u l a t i o n  of t h e  temperature  d i s t r i b u t i o n  i n  t h e  s h i e l d s ,  show t h a t  no 

s e r i o u s  temperature  g r a d i e n t s  o r  h e a t i n g  problems r e s u l t .  
8 

Under o p e r a t i o n ,  t h e  dose rates behind t h e  s h i e l d  f o r  cases 1, 2 ,  

and Modified 1 ( see  Table 9)  are a l l  lower than  t h e  e x i s t i n g  case 3 ,  which 

h a s  a l r e a d y  m e t  s a f e t y  requirements  a t  t h e  fence.  

Comparing t h e s e  dose rates w i t h  t h o s e  of case 4 shows t h a t  background 

should be no problem. 

The gamma-ray dose ra te  a f t e r  s h u t  down ( s e e  Table  9 )  i s  seen  t o  be  

dominated by  t h e  s h u t t e r s  ( cases  5 or 6 ) ,  and n o t  by the s h i e l d s  ( c a s e  

1-3,  Modified 1 ) .  Since t h e  dose ra te  behind t h e  proposed s h u t t e r  ( case  

6 )  i s  85 mr/hr ,  personnel  must w a i t  A few minutes a f t e r  s h u t  down b e f o r e  

v e n t u r i n g  n e a r  t h e  beam h o l e .  

As a r e s u l t  of t h e s e  c a l c u l a t i o n s ,  and c o n s i d e r i n g  c o n s t r u c t i o n  c o s t s ,  

t h e  Modified case  1 shown i n  Table 9 h a s  been proposed t o  b e  t h e  s h i e l d  

b u i l t .  I t  c o n s i s t s  of 1 i n .  s t a i n l e s s  s t ee l ,  8 i n .  s t a i n l e s s  steel-water 

mixture  c o n t a i n i n g  65% by volume s t a i n l e s s  s t e e l ,  1 i n .  s t a i n l e s s  s teel ,  

and 5 f t  o f  o r d i n a r y  c o n c r e t e .  

of 1 / 2  i n .  s t a i n l e s s  s teel ,  11 i n .  l e a d ,  and 1 / 2  i n .  s t a i n l e s s  s tee l .  

The proposed beam h o l e  s h u t t e r  c o n s i s t s  
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VI. APPENDIX 

A. Normalizing Factor 

Heactor Power: P = 1.0 MWt 

Average neutrons per fission: 

Conversion factor from watt to fission ra te:  

- 
v = 2.45 mlfission 

C = 3.29 x 
fission/sec/watt 

Normalizing f ac to r :  f = P.C.; = 8.06 x 1OI6 n/sec/MWt 
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