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Accelerated Oxidation Screening
10 h cycles, 900°C Air + 10% H2 O
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AFA Stainless Steels: 2009 R&D 100 Award Winner

•Superior corrosion resistance 
w/o loss of creep resistance
•Properties approaching Ni- 
base alloys at stainless steel 
cost

Based on research sponsored by DOE-Office of Fossil Energy, Advanced Research Materials
LMP {=(T [oC]+273)(C+ log trupture [h]), C=20}
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