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Abstract 
Functionalized gold nanoparticles have been covalently bound to internal, 
modified sites on double-stranded DNA.  Gold nanoparticles coated with 
mercaptosuccinic acid or thioctic acid were bound to amino-modified 
thymine bases on double-stranded DNA. Visible absorption spectra and 
atomic force microscopy were used to analyze the products. Thiol groups 
were added to one end of the gold/nanoparticle product, which was then 
attached to a gold surface. This method has the potential to allow 
controlled placement of particles with sub-nanometer precision and to 
allow attachment of the product to fixed contacts for nanodevice 
fabrication.  

 
 

INTRODUCTION 
  The ability to assemble nanoparticles into arrays, networks, and circuits in a 
precise and controlled manner is key to the fabrication of a variety of nanodevices.  
Networks of nanometer–sized metal or semiconductor islands, or quantum dots, may 
exhibit a variety of quantum phenomena, with applications in optical devices1, 
nanometer-sized sensors 2, advanced computer architectures 3, ultradense memories 4, and 
quantum-information science and technology. 5-7 The challenge is that fabrication with 
nanoscale precision of nanoparticle arrays in a time and cost effective manner remains a 
formidable task.  At present, particle-based and e-beam lithography lack the required 
resolution.  Scanning probe microscopy can be used for making molecular devices, but it 
is slow and impractical for mass production.  A variety of other techniques have been 
demonstrated, including self-assembled monolayers8, block copolymer template 
lithography9 or electrodeposition10, controlled deposition by cleaved edge overgrowth,11 
and compaction of a metal cluster consisting of an Au55 core.12 All of these techniques 
have limitations on the size of the particle and/or the pattern of the resulting array.   
 



Interest in the concept of self-assembled nanostructures led to the idea of using 
DNA as a scaffold or template for the programmed assembly of nanoscale arrays (see 
review by Storhoff and Mirkin 13).  Beginning in the 1980's, Seeman et al. experimented 
with combining DNA fragments to produce geometrical shapes, including cubes14, 
triangles15, two-dimensional arrays16-18 and various forms of DNA knots.19-20  Recently, 
LaBean et al. continued this work with the construction of triple crossover complexes.21   

This work has pioneered the concept of using DNA as a structural molecule, which offers 
many advantages compared to other homopolymers.  DNA can be easily synthesized in 
lengths up to 40 nm and double-stranded DNA can be joined end to end to produce 
longer linear molecules or more complex shapes. It can be modified with functional 
groups at predetermined sites to allow for the attachment of other molecules in a specific 
manner. 

DNA has been used previously in the programmed assembly of nanoparticles.  
Mirkin et al. 22-24 and Alivisatos et al. 25-26 have successfully attached oligonucleotide-
derivatized nanoparticles to DNA using hybridization techniques.  Alivisatos also bound 
gold particles to both single-stranded and double-stranded DNA modified with thiol 
groups. 25 Niemeyer and coworkers conjugated streptavidin to single-stranded DNA 
oligonucleotides, hybridized the conjugates to a complementary RNA template, and 
bound biotinylated gold clusters to the streptavidin.27 Fullerene derivatives were 
assembled along the phosphate groups of the DNA backbone using cation exchange by 
Cassell et al. 28 and Coffer and coworkers formed rings of cadmium sulfide nanoparticles 
using double-stranded circular plasmid DNA attached to a solid substrate.29  

This report describes a new approach for binding nanoparticles to DNA.  
Functionalized nanoparticles are covalently bound to internal, chemically modified bases 
on double-stranded DNA without the presence of destabilizing "nicks" along the DNA 
backbone.  Since DNA can be synthesized with a variety of chemical modifications, this 
technique allows great versatility in the attachment of nanoparticles with corresponding 
functional groups.  This method potentially allows closer spacing of very small particles 
than hybridization based methods, and greater precision in the placement of particles than 
using a plasmid or the DNA backbone as a template.  In addition, we report an approach 
for thiolating one end of the DNA/nanoparticle product and attaching it to a gold surface.  
The ability to attach one or both ends of the DNA/gold complex, after generation of the 
desired pattern, to fixed contacts or electrodes is a necessary step in nanodevice 
fabrication. 

RESULTS AND DISCUSSION 
  Oligonucleotides were designed with amino-modified bases for attachment to 
carboxylic acid functionalized gold particles (Table 1).  Two double-stranded DNA 
sequences were used for binding nanoparticles.  They were designed with 5' overhangs to 
permit easy ligation.  Sequence 1 DNA was 22 base pairs long with two binding sites for 
gold per DNA molecule. The separation between gold binding sites was 3.7 nm. 
Sequence 2 DNA was 30 base pairs long, had one gold binding site per DNA molecule, 
and, after ligation, a 10.5 nm separation between binding sites.  Because Sequence 1 
DNA had two gold binding sites per molecule and Sequence 2 had only one binding site 
per molecule, concentrations throughout this paper will be given in binding sites.  Thus 1 
nmol of binding sites is equivalent to 0.5 nmol Sequence 1 molecules or 1 nmol Sequence 
2 molecules.  For some experiments, the DNA was ligated prior to binding the 



nanoparticles.  Sequence 3 DNA was used to thiolate one end of the DNA/nanoparticle 
strand.  It was 6 bases long and contained a thiol group at the 3' end. Gold nanoparticles 
with two different passivating coatings were tested.  Particles with an average diameter of 
1.5 nm were synthesized with a mercaptosuccinic acid coating, and particles 
approximately 2.5 nm in size were coated with thioctic acid.30  The reaction between the 
amino group on the DNA and the carboxyl group on the gold particle was facilitated 
using a standard chemical method for joining carboxyl groups to amino groups,  1-ethyl-
3-(3-dimethylaminopropyl) carbodiimide hydrochloride (EDC) and N-
hydroxysuccinimide (NHS).  EDC is used to activate carboxyl groups and NHS stabilizes 
the active amine-reactive intermediate.  Addition of an amino-containing compound 
results in the formation of an amide bond.31-32   Analysis of the products by absorption 
spectroscopy and atomic force microscopy (AFM) showed that the gold particles bound 
to the DNA.  
Table 1.  DNA Sequences Used 
 
DNA 1  5'-GATCTAXCAACGGCTCAXCCAA                             
                                              TAGTTGCCGAGTAGGTTCTAGA-5' 
 
DNA 2  5'-GATCTAGGTCACTGXCAACGGCTCATCCAA      
                                              TCCAGTGACAGTTGCCGAGTAGGTTCTAGA-5' 

          X=T-(CH2)6-NH2 
 

DNA 3  5'-AGATCCZ   Z= (CH2)3SH 
 

Absorption spectrum data for thioctic acid gold particles and Sequence 1 DNA is 
shown in Figure 1.  Figure 1A shows the spectrum of gold particles that were not 
activated with EDC and NHS and spectra of the untreated particles incubated with DNA. 
Aliquots of thioctic acid coated gold (62 µg each, 30 µl) were incubated overnight with 
31 pmol, 62 pmol, 123 pmol, and 185 pmol of nanoparticle binding sites on the DNA. 
Each DNA molecule contained 2 nanoparticle binding sites.  Water was used to bring all 
sample volumes to 42 µl.  The gold alone sample contained 62 µg (30 µl) gold and 12 µl 
water.  After the overnight incubation, each sample was added to a cuvette containing 1 
ml water.  All spectra were measured against a water reference.    Since the concentration 
of gold is the same for all the spectra, the expected result is that all the spectra should 
overlap. From top to bottom, the top broken line represents overlapping spectra of gold 
particles incubated with 123 and 185 pmol of gold binding sites on the DNA.  The dashed 
line is the spectrum of gold incubated with 62 pmol binding sites.  The dotted line 
represents gold particles incubated with 31 pmol binding sites, and the solid line is the 
spectrum of gold particles alone. No significant differences are observed in the spectra of 
the gold particles incubated with DNA versus the gold particles alone. 

Figure 1B shows the visible absorption spectra of gold nanoparticles treated with 
EDC and NHS to activate the carboxyl groups, and activated particles that were 
incubated with various amounts of DNA.  A solution of 2.19 mg/ml thioctic acid coated 



gold particles was pre-incubated for 30 minutes at room temperature with EDC and NHS.  
Aliquots of the activated particles (65.7 µg each, 30 µl) were then incubated overnight 
with 36 pmol, 74 pmol, 111 pmol, and 185 pmol of nanoparticle binding sites on the 
DNA.  Each DNA molecule contained 2 nanoparticle binding sites. Water was used to 
bring all sample volumes to 38 µl. The gold alone sample contained 65.7 µg (30 µl) gold 
and 8 µl water.  After the overnight incubation, each sample was added to a cuvette 
containing 1 ml water.  All spectra were measured against a water reference.  From top to 
bottom, the solid black spectrum represents activated gold particles alone, the dotted line 
gold particles incubated with 36 pmol of gold binding sites on the DNA, the short dashed 
line gold and 74 pmol of binding sites, the medium dashed line gold plus 111 pmol of 
binding sites, and the bottom broken line gold incubated with 185 pmol of  binding sites.  
In contrast to the control experiment shown in Figure 1A, there is a significant 
hypochromic effect when the gold binds to the DNA and the absorption peak of the 
particles shifts to a longer wavelength after incubation with DNA. The hypochromic 
effect shows that the gold particles bound to the DNA have a lower  extinction coefficient 
than the free nanoparticles.  Peacocke and Skerrett provide a theoretical explanation for 
spectroscopic analyses of ligand binding to DNA.33  The absorption maximum for the 
gold particles alone is at 514 nm while the absorption maximum of the spectrum with 185 
pmol of DNA binding sites occurs at 523 nm.  The hypochromicity and spectral shifts 
demonstrate that the gold particles are bound to the DNA. 34-35 
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Figure 1.  Visible Absorption Spectra of Thioctic Acid-Coated Gold Particles in the 
Presence and Absence of Sequence 1 DNA. 
 

 Figure 2A shows AFM images of ligated Sequence 2 DNA bound to thioctic acid 
gold nanoparticles.  The separation between binding sites on Sequence 2 DNA is 
approximately 10 nm.  Typical products of the reaction are shown.  Figure 2B shows a 
close-up of the Sequence 2 DNA bound to the thioctic acid-coated particles.  It appears at 
one end that there may be two double-stranded DNA molecules cross-linked by the 
multiple binding sites on the gold or that the DNA is folded back on itself. 
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Figure 2.  AFM Images of Thioctic Acid-Coated Gold Bound to Ligated Sequence 2 
DNA on a Mica Substrate. 
 

Figure 3 shows an AFM image of thiolated Sequence 1 DNA bound to succinate-
coated particles on a gold-coated mica substrate.  Sequence 1 DNA was designed with 5' 
overhangs allowing the addition of thiol groups after the DNA was bound to the particles. 
Thiolation of the DNA was performed using DNA Sequence 3.  A 10-fold molar excess 
of the thiolated oligonucleotide was added to the DNA/gold product in the presence of T4 
DNA ligase.  The reaction was incubated overnight at room temperature.  The advantage 
of thiolating the DNA after binding it to the gold particles is that thiolated DNA forms 
dimers in the absence of reducing reagents.  The dimer and/or the reducing agents can 
interfere with the binding of the particles to the DNA.  A drop of DNA thiolated as 
described above was placed on the interface of a mica surface that had been partially 
coated with gold. After rinsing, no DNA was observed on the mica side of the substrate 
(data not shown), while Figure 3 shows DNA bound on the gold-coated mica. The 
networking seen in the image may be due to cross-linking, disulfide bond formation 
between DNA molecules, or may be a result of the deposition of the sample on the gold-
coated mica substrate.  

Figure 3.  AFM Image of Succinate-Coated Gold Particles Bound to Sequence 1 DNA. 
 



  We have covalently attached functionalized gold nanoparticles along engineered, 
internal sites of double-stranded DNA molecules without the presence of "nicks" along 
the DNA backbone.  This method of programmed assembly using DNA templates offers 
the potential advantage that nanoparticles can be bound wherever a modified base is 
inserted during synthesis of the DNA.  Refinements of this technique may lead to 
nanoparticle assemblies whose structure is dependent only on the design of the DNA 
template and the size of the particle.  A variety of functional groups can be used to 
modify DNA during synthesis and any particle that can be functionalized with a 
complementary reactive group can be bound to the DNA.  The DNA product is double-
stranded thus retaining the regularity of secondary structure that makes DNA an attractive 
template for nanofabrication and assembly of nanoparticles.  Thiolation of the DNA after 
the desired product has been achieved allows greater flexibility in manipulating the DNA 
during the coupling process.  The alternative of using DNA thiolated at one or both ends 
during synthesis of the DNA precludes ligation of the strands and can lead to disulfide 
bonds between DNA molecules.  In summary, this technique addresses a basic need to 
assemble nanometer-scale objects in a programmable manner and in a massively parallel 
fashion, from the bottom up. 
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