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Abstract: This paper presents an ovewiew of pulsed-laser ablation for film deposition and surface 
microstructure formation. By changing the ambient gas pressure from high vacuum to several Torr (several 
hundred Pa) and by selecting the pulsed-laser wavelength. the kinetic energy of ablated atoms/ions can be 
varied from several hundred eV down to -0.1 eV and films ranging from superhard to nanocrystalline may be 
deposited. Furthermore. cumulative (multi-pulse) irradiation of a semiconductor surface (e.g. silicon) in an 
oxidizing gas (02. SFS) et atmospheric pressure can produce dense, self-organized arrays of high-aspect-ratio 
microcolumns or microcones. Thus, a wide range of materials synthesis and processing opportunities result 
from the hyperthermal flux and reactive growth conditions provided by pulsed-laser ablation. 

1. Introduction 
Pulsed-laser ablation (PLA) can be described as material 

removal by a pulsed, laser-generated plasma. Although the 
process is conceptually and experimentally simple. the 
underlying physics and chemistry is quite complex.‘~’ For 
film deposition, a pulsed, ultraviolet (WV) excimer laser 
beam (-20.50 ns duration) is focused (typically with energy 
density Ed -1-l ltcm2) onto B rotating polycrystalline 
target. Within the first few ns of absorption of the laser 
energy, a laser-generated plasma forms just above the target 
surface. This plasma contains electrons as well as atoms 
and ions in both ground and excited states. Collisions 
among the atoms and ions produce a strongly forward- 
directed expansion or flow perpendicular to the target 
surface with an initial velocity in vacuum > 16 cm/s. 
Depending on the masses of the target atoms this 
corresponds to kinetic energies, KE. from a few eV up to 
several hundred eV. (Note that one amu moving at 106 
cm/s has KE = 0.52 eV.) If a heated single-crystal substrate 
is placed -5-10 cm away in this flux, then a crystalline film 
can be grown of the target material. 

PLA has two important advantages for the growth of 
chemically complex (multi-element) thin-film materials. 
First. film deposition is stoichiometric, i.e. films usually 
have the same composition as the target. This is a 
consequence of the highly non-thermal erosion of the target 
by the laser-generated plasma. Consequently, thin-film 
composition can be controlled and complex multi-element 
films deposited (e.g. YBa2C~307.~, YBCO), for which 
other methods such as evaporation or sputtering may not 
faithfully reproduce the target composition. Second. PLA is 
a natural method for reactive deposition. Because there is 
no electron beam or hot filament in the chamber, highly 
reactive gases cause no problem, ‘Ibus. oxide, nitride, or 
hydride films can be formed by ablating into the appropriate 
gas. and the kinetic energy of the ablated atoms/ions also 
assists chemical reactions. Film composition can be 
controlled further by varying the pressure of the reactive 
gas. As examples. the ambient H2S pressure can be used to 

control the S content in ZnSeI-&’ or the doping of a 
semiconductor such p-ZnTe:N can be controlled via the N2 
partial pressure.‘.’ 

Pulsed-laser deposition (PLD) has another characteristic 
that distinguishes it from all other physical/chemical 
deposition methods: Because it is a pulsed process, the 
instantaneous arrival rate of the flux at the substrate cnn be 
as high es 104-lo5 .&Is, i.e. 3 10 5 orders of magnitude 
higher then for conventional physical deposition methods. 
Moreover, the flux produced by PLA is actually a complex 
mixture, in several different ways: 

(1) Borh neufroi atoms and ions are present, though the 
ionized fraction is normally only -10%. However. if the 
pulsed-laser wavelength is resonantly absorbed by the target 
material (as occurs for graphite at the 193 nm ArF laser 
wavelength) then -50% ionization can be produced. Also, 
the ionized fraction is generally higher at high Ed. as 
ablated clusters are photodissociated and ionized. 

(2) Both excited and ground-state species are preseni. 
In fact. most ablated species are in the ground state and this 
“dark matter” makes it difficult to image me ablation plume 
in vacuum when the initial plasma luminescence dies out 
after a few ps. However, when ablating into an ambient 
gas. collisions maintain substantial excitation and 
luminescence on me leading edge of the ablation plume. 

(3) The ablated flux generally contains a mixture of 
diferent chemical elemenrs (multi-element target). 

(4) The ablated flux may contain a wide range of 
differenr kinetic energies, because of the different 
atomic/ionic messes present. For example, for YBCO 
ablation into vacuum, even at a fixed velocity of 2 cm/as 
the KE range is from 24 to 275 eV. 

Because of this complexity, it is often necessary to 
choose experimental conditions carefully to select only 
perticulur species, or a specific range of KE values. in order 
to optimize film-growth conditions. Such selection is 
essential when PLA is used to carry out fundamental studies 
of film-growth mechanisms or structure-properties 
relationships. 



2. Consequences of Growing Films from 
Hyperthermal Atoms/Ions 
The simplest experimental conditions for PLD are 

deposition in vacuum and at low substrate temperature. At 
a pressure 5 0. I mTorr (<IO’ Pa). the mean free path in 
nitrogen or a similar gas is > 50 cm and gas-phase collisions 
will have no effect on the KE of ablated species within the 
5-10 cm target-substrate space. Under these conditions, 
KE-induced point defects may control the electrical 
properties of PLD semiconductor or oxide ceramic films. 
Approximately 20 eV eneigy transfer typically is required 
to displace an atom from a substitutional lattice site in the 
growing film to produce a vacancy and an interstitial atom. 
Sputtering of less strongly bound atoms (e.g. 0) and a loss 
of stoichiometry also may occur. Moreover, incident 
atomslions with slightly higher K!? (-100 eV) can produce 
recoil implantation of near-surface atoms slightly deeper 
into the film, resulting in amorphization of the growing film 
and the production of high compressive stres~.~ 
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Figure 1. Out-of-plane latttce parameter vs background gas 
pressure for CeO, films deposited by PLD. (Ref. 9) 

2.1 Compressive Stress and Sputtering in Oxide 
Ceramic Films 

Figure I shows the c-axis lattice parameter for CeO* 
films grown epitaxially on (001) yttria-stabilized zirconia 
(YSZ) at various Ar + 0, background gas pressures? The 
0, partial pressure was maintained at 0.4 mTorr except for 
the lowest pressure, for which no background gas was 
intentionally introduced. The large out-of-plane lattice 
distortion shown in Fig. 1 for deposition at 1OOOC is due 
both to compressive stresses in the films and to defects such 
as oxygen vacancies (produced by sputtering) which expand 
the CeO, unit cell volume independent of stress. Norton et 
al. used x-ray measurements of both the in-plane and out- 
of-plane lattice spacings of the films to determine their 
nominally cubic lattice parameters in the absence of stress.’ 
They found that for films deposited at p 5 5 mTorr the 
unstrained lattice parameter was significantly expanded 
relative to the bulk CeO, value. This suggests that energetic 

incident Ce’ ions preferentially sputter away oxygen atoms, 
leaving an oxygen-depleted CcO, lattice. Figure I also 
shows that for films deposited at 700°C the stress and 
volume expansion were significantly less than in the films 
deposited at 100°C. although they were not zero. The 
reduction in stress and lattice distortion is presumably due 
to in situ annealing of the defects created by the 
hyperthermal flux. The observation of some stress and 
lattice distortion even at 700°C emphasizes the need to be 
aware of the structural defects produced by hyperthermal 
PLD at low ambient-gas pressures. although Fig. I also 
shows that substantially raising the substrate temperature 
may anneal ““t the largest effects. 

2.2 Hyperthermal Synthesis of Highly sp’-Bonded 
Amorphous Diamond 

As another example of the use of hyperthermal energies 
to control film properties, we consider recent experiments 
on PLD of hydrogen-free amorphous diamond films (also 
known as tetrahedral amorphous carbon. m-C). These films 
contain a large fraction (75-85%) of &bonded 
(tetrahedrally-coordinated) carbon atoms’~‘2 and are stable 
to high temperatures (600-8OOOC). in contrast to the 
hydrogen-containing amorphous carbon films (denoted by 
a-C:H) that are deposited by CVD methods. Hydrogen-free 
ta-C films have been synthesized using a variety of 
energetic-beam methods. ” Their useful properties include 
high hardness and YOung’s modulus, scratch-resistance, 
chemical inertness, a low coefficient of friction, high 
transparency in the visible region associated with a 
moderately wide (22 eV) optical (Tax) band gap. and good 
thermal conductivity.“” 

In our experiments, an ArF (193 nm) laser was used to 
ablate a graphite target. ” ” The principal advantage of the 
short ArF wavelength is that the ablated flux consists 
primarily of monaromic neutral and ionized species (C, C’, 
C”) even at relatively low fluen~es.“~‘~ Consequently, the 
dominant mass of ablated species is known so that time-of- 
flight measurements. using an in situ ion probe. provide a 
simple. accurate method of determining the KE and its 
dispersion. The time corresponding to the ion current peak 
(“icp”) arriving at the substrate was used to calculate a 
velocity and a corresponding kinetic energy, KF+ , of the 
incident carbon ions. 

Electron energy loss spectroscopy (EELS) 
measurements were used to determine both the sp’-bonding 
fraction and the film density (proportional to the plasmon 
peak frequency) in m-C films deposited at different KE(., 
values. The sp’-bonding fraction was determined by 
comparing the intensities of the carbon K-absorption-edge 
features centered at - 285.5 eV (due to electronic transitions 
from the C Is ground state to empty n* antibonding states) 
and at 290.310 eV (due to transitions from 1s to the higher 
energy o* states), following the method of Berger et al.” 
EELS spectra in the low-energy range near 30 eV were used 
to measure the plasmon peak energy and determine the film 
density, also as a function of the C’ ion KEicp. 

Figure 2 illustrates the striking changes in ta-C film 
properties that were found as a function of KE,,. The 
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EELS measurements show that both the &bonded carbon 
fraction (-73%) and the plasmon peak energy (-30.9 eV) 
arc. maximized in films deposited at a C’ ion energy of -90 
eV. The plasmon measurements provide an important 
internal check on the validity of the sp’ bonding 
measurements. since in a Drude-like model the energy of 
the plasmon peak is proportional to the film density and is 
expected to scale with the sp’ fraction. Scanning 
ellipsometry measurements showed that the optical (Taut) 
energy gap also was maximized (-2.0 eV), resulting in the 
near-gap optical absorption being minimized, for m-C film 
deposition at 90 e’f. 

Tapping-mode atomic force microscope (AFM) images 
of ta-C films deposited at KE, values of 26. 44, and 90 eV 
showed that all the films were quite smooth. The film 
deposited using the optimum KEiep -90 eV had an rms 
roughness of only -1 8, over (200 nm)2 areas. A small but 
distinct increase of rms roughness, to -1.6 A, was observed 
far the films deposited at the lower KE values and was 
correlated with the increase in sp’-bonding fraction. This 
surface roughening at low energies in our PLA films (and in 
ta-C films deposited by mass-separated ion-beam 
depositio#) results from the inability of low-energy C ions 
to penetrate beneath the surface and form sp’ bonds, and 
their subsequent trapping on the surface in a basically 
graphitic (sp*-bonded) state.6 This contrasts with the 
“subplantation” process (recoil implantation of surface 
atoms to interstitial locations slightly below the film 
surface) that is believed responsible for the high 
compressive streets b8 in ta-C films formed with KE,, near 
90 eV (and in oxide ceramics such as CeO,? as described 
above). 

The combination of independent optical data with two 
kinds of EELS measurements provides strong evidence that 
90 eV is the optimum carbon-ion KE for PLD of highly 

diamond-like ta-C films. To our knowledge, this was the 
first systematic study of changes in the bonding. optical 
properties, and surface morphology of PLD films, as a 
function of the KE of the incident species. 

2.3 Hyperthermal PLD of Metal Alloys and 
Multilawn 

For PLD of metal alloys and metallic multilayers. a 
variety of phenomena were recently shown to result from 
hyperthermal PLD in vacuum, including layer intermixing, 
improved metal-metal adhesion, super-alloying, and 
sputtering.‘8 

3. Consequences of Using Gas-Phase Collisions to 
Reduce Kinetic Energy 
If the ambient gas pressure is 2 10 mTorr (2 I Pa). then 

ablated atoms/ions will collide with gas molecules between 
the target and substrate and their mean KE will be reduced 
(mean free path L[mml -50 / p[mTorr]). This low-m 
range is then ideal for using gas-phase reactions brtween 
the ablated atoms/ions and gas molecules to control the 
growing film’s composition or doping. Additional reactions 
may also occur with molecules that are adsorbed on the 
tilm’s surface. 

3.1 Doping and Electrical Properties of PLD 
Semiconductor Films 

Gas-phase doping of PLD films was demonstrated by 
ablating a polycrystalline ZnTe target through molecular 
Nz,” Highly p-type ZnTe films with hole concentrations p 
-102’ cm-’ were grown on GaAs(001) substrates. X-ray 
diffraction measurements revealed a -0.4% lattice 
contraction, consistent with substitution of relatively small 
nitrogen (group V) ions onto Te (group VI) sites to produce 
the P-type conductivity. However, the hole mobility (a 
measure of the scattering of the hole carriers by defects) 
was sharply peeked at a Nz pressure of -SO mTorr (-6.7 Pa) 
during ablation.“.’ 

In order to understand the NZ pressure-dependence of 
the hole mobility, time-resolved ion current 
measurements’Y~20 were carried out during ablation of ZnTe 
into N2 with the ion probe located at the position of the 
&As substrate. As shown in Fig. 3, three distinct peaks (or 
“modes” of incident species) were observed aS a function of 
Nz pressure.‘~‘~” The fast peak (labeled “1” in Fig. 3) is due 
to ions that have suffered no collisions with ambient Nz 
molecules. these ions have KE sufficient to displace atoms 
from crystal lattice sites, producing defects that will scatter 
the hole carriers. The flux of these unscattered high-KE 
ions can be attenuated exponentially by increasing the N2 
pressure, but some remain until the pressure reaches -50 
mTorr (Fig, 3). Mode 2, the dominant part of the ion 
current for N2 pressures between - 15 and -70 n~Torr.~~ is 
due to ions that have had collisions with N2 molecules. 
These ions arrive at the substrate with K!3 of only a few 
electron volts or less. which is nearly ideal to promote 
chemical reactions in the gas phase or with molecules 
adsorbed on the film surface. but their KE is still well below 
the threshold for lattice displacement damage. By using an 








